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Abstract

Concrete currently ix considered as an essential material in building because of its
good advaatages corvesponding to the lately studies.

This maierial becomes more convenien! one with all different condirions ie:
(moisture. 1emperature, long span and chemical resistance. et ). Therefore most conntries
concerned on finding certain codes from experimental and analytical stwdies, However, Syrian
code has adopred afl experimentat functions from different codes even Syria has different
conditions i using these malertals.

Thus, experimentaf researches according o Syrian conditions become so necessary to
Jind the suitable equations to be used in Syrian code.

in this research, the relationship between characteristic compression and tension
strength with all specific coefficients affect in this relation has been studied.
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